Review Form 1.6

Journal Name: Current Journal of Applied Science and Technology

Manuscript Number: Ms_CJAST_88100

Title of the Manuscript:
Technical parameters of the Cana-Atchia lateritic aggregate for its use in road engineering in Southern Benin

Type of the Article Original Research Article

General quideline for Peer Review process:

This journal’'s peer review policy states that NO manuscript should be rejected only on the basis of ‘lack of Novelty’, provided the manuscript is scientifically robust and technically sound.
To know the complete guideline for Peer Review process, reviewers are requested to visit this link:

(https://www.journalcjast.com/index.php/CJAST/editorial-policy )

Created by: EA Checked by: ME Approved by: CEO Version: 1.6 (10-04-2018)


http://ditdo.in/cjast
https://www.journalcjast.com/index.php/CJAST/editorial-policy

Review Form 1.6

PART 1: Review Comments

Reviewer's comment

Author’s comment (if agreed with reviewer, correct the manuscript and
highlight that part in the manuscript. It is mandatory that authors should write
his/her feedback here)

Compulsory REVISION comments

Minor REVISION comments

You have to add more review about Technical parameters of the Cana-Atchia lateritic
aggregate for its use in road engineering

You have to explain more about effect of technical parameters for its used in road

You have to edit all references, such as the following example :

From:

30. S. Hassaballah, K. Rodoumta, and A. Pantet, “Importance of laterite formation
conditions for their use in road construction in southern Chad”, Academic Journal of Civil
Engineering, vol. 37, No. 1, p. 84-87, 2019.

To:

30. Hassaballah S., K. Rodoumta, and A. Pantet, (2019). “Importance of laterite formation
conditions for their use in road construction in southern Chad”, Academic Journal of Civil
Engineering, 37(1): 84-87.

This recommendation is taken into account by completing the text of other
technical parameters not mentioned. The present study is initiated to
determine the technical parameters of the Atchia-Cana lateritic gravel in order
to ensure its suitability for use as road material.

The adjustment of references is made in accordance with the
recommendation.

Optional/General comments

You have to add more review about Technical parameters of the Cana-Atchia lateritic
aggregate for its use in road engineering

You have to explain more about effect of technical parameters for its used in road

You have to edit all references, such as the following example :

From:

30. S. Hassaballah, K. Rodoumta, and A. Pantet, “Importance of laterite formation
conditions for their use in road construction in southern Chad”, Academic Journal of Civil
Engineering, vol. 37, No. 1, p. 84-87, 2019.

To:

30. Hassaballah S., K. Rodoumta, and A. Pantet, (2019). “Importance of laterite formation
conditions for their use in road construction in southern Chad”, Academic Journal of Civil
Engineering, 37(1): 84-87.
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Are there ethical issues in this manuscript?
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